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1 Specification of the evaluated subject

. 
DescriPtion and o"o"'";:l,1:::1:-- 

GRAF'T Eps 033 polystyrene boards made of
polystyrene foam are used for insulation requiring transmission of low
mechanical loads, including thermal insulation of walls in External
Thermal lnsuIation Composite Systems (ETICS, light - wet method),
thermal insulation of multiłayer walls with a ventilated or non-ventilated
air gap, thermal insulation of ring beams as stay-in-play formwork under
the plastering, thermal insulation of lintels and panelling, extemal
prefabricated composite sandwich paneIs, insulation of ceilings from
below in Eńernal Thermal lnsulation Composite Systems, insulation of
sloped roof under the load-beańng structure.

Techn ica l specifi cati on : E N 1 31 63 :20 1 2+ A2:20 1 6.

Manufacturer: SEMPRE Farby Sp. z o.o., ul. Gen. J. Kustronia 60, 43-301 Bielsko-Biała, Poland.

Manufacturing facility: SEMPRE Fańy Sp. z o.o., ul. Gen. J. Kustronia 60,43-301 Bielsko-Biała,
Poland,

Sampling:
Sampling date: May 10,2023.

Sampling site: SEMPRE Fańy Sp, z o.o,, ul. Gen. J. Kustronia 60, 43-301 Bielsko-Biała, Poland,

Sample by ML representative no. 1018.3lng. Tomóś Klepóć;
Aleksandra Dróżdż present a§ a representative of the manufacturer.

Method of transpońation: client's vehicle.

Sampling procedure: random ńoie from the product warehouse,

Accepted by. FZL representative 10't8.3 lng. Tomóś Klepóć.

Acceptance date: May 10,2a23.

Sample registration number: the sample is designated number VZa7a23O305 from the sample
book.

3 Assessment of próperties based on testing, calculations, table values
and documentation
Assessment of propeńies was peńormed based on testing.

3.1 Assessment of propeńies based on testing

3.1.1 Reaction to fire
Sample specifications: SEMPRE TERM GRAF|T EPS 033 (expanded potystyrene foam boards).

The assessment was peńormed according to the test procedure of:

- EN 13501-1+A1.2a1 of construction products and building
elements - Pań ,t test data from reaction to fire tests.

fire tests - lgnitability of products
Single-tlame source test

EN Iso 11
subjected to
Single-flame

Uffi,9
- Part 2:
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EN 13238:2010 Reaction to fire tests for building products - Conditioning
procedures and general rules for selection of substrates.

Classification repoń approved by: Ing. Jaroslav Dufek.

Test completion date: June 8, 2023,

Fuńher information about the test: This classification was peńormed pursuant to the Ańicle 't1

ot ćsN EN 13501-1,.2018,

Test result: shown in the table below,

3.1-2 Thermal Gonductivity and thermal resistance, thickness

Sample specifications: SEMPRE TERM GRAF|T EPS 033 (expanded polystyrene foam boards).

The assessment was peńormed according to the test regulations of:

- EN 13163-2O12+M:Zóla Thermal insulation products for buitdings - Factory
made expanded polystyrene (EPS) products - Spcification.

- EN 12667:2OO1 Thermal peńormance of building materials and products -

Determination of thermal resistance by means of guarded hot plate and heat
flow meter methods - Products of high and medium thermalresistance.

- EN 823:2013 Thermal insulating products for building applications
Determination of thickness.

Test conducted by: lng. Tomóś Klepóć (AZL no. 1018,3),

Test completiondate: June 12, 2a23.

Fuńher information about the test: The test of thermal conductivity coefficient was carried out
according to the regulations listed above at the mean temperature of
measuring of 10 0C on one set of samples; the set contained 10 samples
of SEMPRE TERM GRAFIT EPS 033 in total.

The test to determine thickness was carried out according to the
regulations Iisted above at the mean temperature of measuńng ot 22 oC

on one set of samples, the set contained 5 samples of SEMPRE TERM
GRAF|T EPS 033 with the nominal thickness of 50 mm in total.

Test results: are stated in the tables that follow.

Table - Determination of reaction to fire - Glassification
Determination of reaction to fire - classification

SEMPRE TERM GRAFIT EPS 033 (expanded polystyrene foam

class of reaction to fire
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3.1.3 Compressive strength - Gompressive stress at 1oolo Gompression

. Sample specifications: SEMPRE TERM GRAFIT EPS 033 (expanded polystyrene foam boards).

The assessment was peńormed according to the test procedures of:

- EN 13163.2012+M:2O16 Thermal insulation products for buildings - Factory
made expanded polystyrene (EPS) products - Specification.

- EN 826:2a13 Thermal insulating products for building applications -
Determination of compression behaviour.

Test conducted by: lng. Tomóś Klepńć (AZL no. 1018.3).

Test completion date: June 12, 2023.

Fuńher information about the test: The test of compressive strength - compressive stress at 10%
compression was carried out according to the regulations listed above on
one set of samples; the set contained 5 samples of SEMPRE TERM
GRAFIT EPS 033 in total.

Test result: shown in the table below.

Table - Compressive strength - compressive stress at 10o/o compression

Compressive strength - compressive stress ąl10% compression of SEMPRE TERM GRAFIT EPS 033
(expanded polystyrene foam boards),

nominal thickness 50 mm

Sample
identification

(TZUS)

Force corresponding
to 10olo compressive

strain
Fto

Sample cross-
section Ao

Compressive strength

ao
6to=103xFlolAo

Compressive strength

alo

§n=l§xFn/Ao
(mean)

IN1 [mm1 IkPa] [kPa]

EPS 033/1a,b,c
1560 22455 69,5

70,81 580 2241o 70,5
1660 22892 72,5

EPS 033/2a,b,c
154a 22635 68,0

70,51660 22892 72,5
1620 22815 71,0

EPS 033/3a,b,c
1600 22560 70,9

71,61680 22741 73,9
1580 22530 70,1

EPS 033/4a,b,c
1530 22710 67,4

71,21640 22726 72,2
1660 22395 74,1

EPS 033/5a,b,c
1650 22786 72,4

71,81620 22725 7 ,3
1640 22907 7 ,6

Mean compressive śrength
- compressive stress al 1ao/o compression o?oa

IkPa] 71,2

Mean corn pressive strength

- compressive stress at 10% compression 6?oa

(rounded)
IkPa] 71

ffi
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3.1.4 Water permeability _ long-term water absorption by immersion
Sample specifications: SEMPRE TERM GRAF|T EPS 033 (expanded polystyrene foam boards),

The assessment was peńormed according to the test regulations of;

- EN 13163:2012+M:2016 Thermal insulation products for buildings - Factory
made expanded polystyrene (EPS) products - Specification.

- EN lSO 16535:20'19 Thermal insulating products for building applications -
Determination of long-term water absorption by immersion.

Test conducted by: lng. Tomóś Klepóć (AZL no. 1018,3),

Test completion date: June 12, 2023.

Fuńher information about the test: The test was carried out according to the regulations listed
above on samples of SEMPRE TERM GRAF|T EPS 033 according to
methods 1A and 2A.

Test result: shown in the tables bellow.

Table - Water permeability - long-term water absorption by immersion

Water permeability - long-term absorption by immersion of SEMPRE TERM GMF|T EPS 033
(expanded polystyrene foam boards)

'- Method 1A

Sample identification (TZUS)

EPS 033/1
EPS 033/2
EPS 033/3
EPS 03314

Water permeability - absorption Method 1AWlp tkslm1

0.4
0,6
0,5
0,6

Water permeability - absorption Method 1AW6 (mean) tkdm'] 0,5

Water permeability - long-term absorption of SEMPRE TERM GRAFIT EPS 033
(expanded polystyrene foam boards)

- Method 2A

Sample identifi cation (TZUS)

EPS 03311
EPS 033/2
EPS 033/3
EPS 033/4

Water permeability - absorption Method 2AWt [% vol.]

2.5
2,4
2,6
2,2

Water permeability - absorption Method 2A Wt - (mean) [% vol.] 2,4

ó::§ł}
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Annexes

Repoń no. 070-063129 on classification according to ĆStrl EN 13501-1 for the product SEMPRE
TERM GRAFIT EPS 033 (expanded polystyrene foam boards). lssued by TZUS Praha, s,p., Test
laboratory TZUS Praha, s.p. Ostrava branch no. 1018.3,

Repoń no. 070-063130 on test of thermal conductivity, thermal resistance, and thickness of
SEMPRE TERM GRAFIT EPS 033 (expanded polystyrene foam boards), tssued by TZUS
Praha, s,p., Test laboratory TZUS Praha, s.p. Ostrava branch no, 1018.3.

Repoń no. 070{63131 on test of compressive strength - compressive stress at 19o/o

compression of SEMPRE TERM GRAFIT EPS 033 (expanded polystyrene foam boards), lssued
by TZUS Praha, s.p., Test laboratory TZUS Praha, s.p. Ostrava branch no. 1018.3.

Repoń no. 070-063132 on test of water permeability - long-term absoętion by immersion_of
SEMPRE TERM GRAFIT EPS 033 (expanded polystyrene foam boards), lssued by TZUS
Praha, s.p,, Test laboratory TZUS Praha, s.p. Ostrava branch no. 1018.3.

4.1

4.2

4.3

4.4
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